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lab Report

Bondar-Clegg. Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1401
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BONDAR-CLEGG
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Geochemical
Lab Report

Bondar-Clro!. lac.
12980 Wesi Cedar Dr
Lakewood, Colorado 80228
(J03)989-W0*

BONDAR CL£GG

REP(M?T: 098-1487 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brokm mining corp. submitted by: j. mm
PROJECT: NONE LISTED date PRINTED: 23-N0V-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Saaple Pickup 1

remarks: FINAL RESULTS are reported.

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: MR. JIM BARRON

MR. JIM BARRON
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Hondar-Ck-)*. Inc.

12980 Wesi Cedar Dr.
Lakewood, Colorado 80228
(303)9894404

* BONDAR CLEGG

Geochemical 

Lab Report

REPORT? 098-1487 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-506-0-5 0.007 
02 R88-506-5-10 0.010 
02 R88-506-10-15 0.006 
02 R88-506-15-20 <0.002 
02 R88-506-20-25 0.006

02 R38-506-200-205 <0.002 
02 R88-506-205-210 <0.002 
02 R88-506-210—215 <0.002 
02 R88-506-215-220 0.003 
02 R88-506-220-225 <0.002

02 R88-506-25-30 0.007 D2 R88-506-225-230 <0.002
02 R88-506-30-35 0.006 02 R88-506-230-235 0.004
02 R88-506-35-40 0.006 02 R88-506-235-240 <0.002
D2 R88-506-40-45 0.020 02 R88-506-240-245 <0.002
02 R88-506-45-50 0.005 02 R88-506-245-250 0.015

02 R88-506-50-55 <0.002 
02 R88-506-55-60 <0.002 
02 R88-506-60-65 0.016 
02 R88-506-65-70 0.023 
02 R88-506-70-75 0.009

02 R88-506-230-255 0.016 
02 R88-506-253-260 0.008 
02 R88-506-260-265 0.015 
02 R88-506-265-270 0.009 
02 R88-506-270-275 0.007

02 R88-506-75-80 <0.002 
02 R88-506-80-85 0.012 
02 R88-506-85-90 <0.002 
02 R88-506-90-95 <0.002 
02 R88-506-95-100 0.004

02 R88-506-275-280 <0.002 
02 R88-506-280-285 <0.002 
02 R88-506-285-290 <0.002 
02 R88-506-290-295 0.006 
02 R88-506-295-300 <0.002

02 R88-506-100-105 0.004 
02 R88-506-105-110 <0.002 
02 R88-506-110-115 0.011 
02 R88-506-115-120 0.007 
02 R88-506-120-125 0.010

02 R88-506-125-130 0.008
02 R88-506-130-133 0.003
02 R88-506-135-140 0.005
02 R88-306-140-145 0.015
02 R88-506-145-150 <0.002

02 R88-506-150-135 <0.002 
02 R88-506-155-160 0.015 
D2 R88-506-160-165 0.005 
02 R88-506-165-170 0.003 
02 R88-506-170-173 0.005

02 R88-506-175-180 0.013 
02 R88-506-180-185 0.010 

02 R88-506-185-190 0.005 
02 R88-506-190-195 0.008 
02 R88-506-195-200 0.007
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Geochemical
Lab Report

Boodar-Clegg. In'.
12980 Wst Cedar Dr.
Lakewood, Colorado 80228

(303)989-1404

BONDAR CLEGG

REPORT: 098-1488 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY*. J. BARRON 
DATE PRINTED: 28-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 45 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 45 2 -150 45 Assay Prep 45
Saaple Pickup 1

remarks: final results are reported.

REPORT COPIES TO*. MR. JIM BARRON 

MR. JIM BARRON
INVOICE TO: MR. JIM BARRON



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(3031989+UM

BC
BONDAR DIEGG

REPORT: 098-1488 project: none listed page i

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R88-504-300-305 <0.002 D2 R88-506-500-505 0.003
D2 R88-506-305-310 <0.002 D2 R88-506-505-510 0.004
D2 R88-506-310-315 0.020 B2 R88-506-510-515 <0.002
D2 R88-504-315-320 0.005 D2 R88-506-515-520 0.004
D2 R88-506-320-325 0.003 D2 R88-506-520-525 0.011

B2 R88-506-325-330 0.004
D2 R88-506-330-335 <0.002
D2 R88-506-335-340 <0.002
D2 R88-506-340-345 <0.002
D2 R88-506-345-350 <0.002

P2 R88-504-350-355 <0.002
D2 R88-506-355-340 <0.002
D2 R88-504-340-345 <0.002
D2 R88-506-365-370 <0.002
D2 R88-506-370-375 0.008

D2 R88-506-400-405 <0.002
B2 RB8-506-405-410 0.004
D2 R88-506-410-415 0.008
B2 R88-506-415-420 0.005
D2 R88-506-420-425 0.005

P2 R88-506-425-430 0.003
D2 R88-506-430-435 <0.002
D2 R88-506-435-440 <0.002
D2 R88-506-440-445 0.003
D2 R88-506-445-450 <0.002

02 R88-506-450-455 <0.002
D2 R88-506-455-460 <0.002
D2 R88-506-460-445 <0.002
P2 R88-506-465-470 <0.002
D2 R88-506-470-475 <0.002

P2 R88-506-475-480 <0.002
D2 R88-506-480-485 0.004
D2 R88-506-485-490 0.006
D2 R88-506-490-495 0.007
D2 R88-504-495-500 0.008



Geochemical
Lab Report

Bondar-Oegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303)989+10*

BONDAR CLEGG



Bondar-Oegg. Inc.
12980 Wes Cedar Dr

Lakewood. Colorado 80228
(303)9894404

BONDARCUGG

Geochemical
Lab Report

REFORT: 098-1489 7 COMPLETE 1 I REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted bt: j. barron

PROJECT: NONE LISTED date PRINTED: 30-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES HUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1346
Sawle Pickup 1

remarks: final results now all reported.

REPORT COPIES TOJ HR. JIM BARRON INVOICE TO: MR. JIM BARRON

' IK. Jlfl HBBB . . IZZ



Bondar-Clegg, Inc.
12980 VUst Cedar Dr.
Lakewood, Colorado 80228

(303)9894404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT'. 098-1489 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-506-525-530 0.009 D2 R88-506-725-730 0.006
D2 R88-506-530-535 0.009 D2 R88-506-730-735 0.013
B2 R88-506-535-540 0.011 D2 R88-506-735-740 0.043
D2 R88-506-540-545 0.049 D2 R88-506-740-745 0.046
D2 RSS-506-545-550 0.146 D2 R88-506-745-750 0.017

D2 R88-506-550-555 0.083 D2 R88-506-750-755 0.017
B2 R8S-506-555-560 0,164 D2 R88-506-755-760 0.008
D2 R88-506-560-565 0.040 D2 R88-506-760-765 0.033
D2 R88-506-565-570 0.037 D2 R88-506-765-770 0.026
D2 R88-506-570-575 0.010 D2 R88-506-770-775 0.025

D2 R88-506-575-580 0.036 B2 R88-506-775-780 0.026
B2 R88-506-580-585 0.054 D2 R88-506-780-785 0.024
D2 R88-506-585-590 0.047 D2 R88-506-785-790 0.026
D2 R88-506-590-595 0.094 D2 R88-506-790-795 0.022
D2 R88-506-595-600 0.034 D2 R88-506-795-800 0.037

D2 R88-506-600-605 0.018 B2 R88-506-800-805 0.035
D2 R88-506-605-610 0.028 D2 R88-506-805-810 0.023
D2 R88-506-610-615 0.027 D2 R88-506-810-815 0.011
D2 RS8-506-615-620 0.018 D2 R88-506-815-820 0.037
D2 R88-506-620-625 0.044 D2 R88-506-820-825 0.023

D2 R88-506-625-630 0.022
D2 RS8-506-630-635 0.039
D2 R88-506-635-640 0.067
D2 RS8-506-640-645 0.011
D2 R88-506-645-650 0.031

D2 R83-506-650-655 <0.002
D2 R8S-506-655-660 <0.002
D2 R88-506-660-665 <0,002
D2 R88-506-665-670 <0.002
D2 R88-506-670-675 <0.002

D2 R88-506-675-680 <0.002
D2 R88-506-680-685 <0.002
B2 R88-506-685-690 <0.002
B2 R88-506-690-695 <0.002
D2 R88-506-695-700 <0.002

P2 R88-506-700-705 <0,002
D2 R88-506-705-710 <0.002
D2 R88-506-710-715 <0.002
D2 R88-506-715-720 0.003
D2 R88-506-720-725 <0.002
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Geochemical
l^b Report

Bondar-Orgg. Inc.
12980 \*oi Cedar Dr. 
Lakewood, Colorado 80228 
(3Q3I98944W

BONDAR CLEGG

REPORT*. 098-1491 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED date PRINTED: 29-N0V-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 55 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 55 2 -150 55 Assay Prep 55
Excessive Wetness 826
Saaele Pickup 1

remarks: final results non all reported.

REPORT COPIES TO*. MR. JIM BARRON INVOICE TO: MR. JIM BARRON

IB. JIH MfflH 1~---------- ----------------- -----------



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT*. 098-1491 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-506-825-830 0.022 D2 R88-50&-1025-1030 0,005
D2 R88-506-830-835 0.012 D2 R88-506-1030- 035 0.017
D2 R88-506-835-840 0.005 D2 R88-506-1035-104Q 0.011
D2 R88-506-840-845 0,007 D2 R88-506-1040-1045 0.012
D2 R88-506-845-850 0.014 D2 R88-50&-1045-1050 0.008

D2 R88-506-850-855 0.042 D2 R88-506-1050-1055 0.009
D2 R88-506-S55-S60 0.186 D2 R88-506-1055-1060 0,008
D2 RB8-5Q6-860-865 0.292 D2 R88-506-1060-1065 0,011
B2 R88-506-865-870 0,238 D2 R88-506-1065-1070 0.008
D2 R88-506-870-875 0.133 D2 R88-506-1070-1075 0,006

D2 R88-506-875-880 0,078 B2 R88-506-1075-1080 0.011
D2 R88-506-880-885 0.085 D2 R88-506-1080-1085 0.010
D2 R88-506-885-890 0.527 D2 R88-506-1085-1090 0.011
D2 R88-506-890-895 0,227 D2 R88-506-1090-1095 0.012
D2 RB8-506-895-900 0.074 D2 R88-506-1095-1100 0.012

D2 R88-506-900-905 0,043
D2 R88-506-905-910 0,040
D2 R88-506-910-915 0,028
D2 R88-506-915-920 0,019
D2 R88-506-920-925 0,031

D2 R88-506-925-930 0.041
D2 R88-506-930-935 0.010
D2 R88-506-935-940 0.007
D2 R88-506-940-945 0.018
D2 R88-506-945-950 0,025

D2 R88-506-950-955 0,011
02 R88-506-955-960 0,009
B2 R88-506-960-965 0,014
02 R88-506-965-970 0,008
D2 R88-506-970-975 0.004

P2 R88-506-975-980 0.031
D2 R88-506-980-985 0.005
D2 R88-506-985-990 0,013
02 R88-506-990-995 0.005
02 R88-506-995-1000 0.014

02 R88-506-1000-1005 0.022
02 R88-506-1005-1010 0.013
02 R88-506-1010-1015 0,009
02 R88-506-1015-1020 0.005
02 R88-506-1020-1025 <0.002


